Property Table of Titanium Dioxide
& Rutile-Type

Classification Surface treatment

TiO2 Content % = Rutile Content % = |Qil absorption g/100g =

CELLCOM = KR72 Series

KR-721 92.5 96.5 98.0 220 Zr, Al, Org
KR-722 92.5 95.5 98.0 220 Zr, Al, Org
KR-723 94.0 94.5 98.0 23.0 Zr, Al, 5i, Org
CELLCOM - KR73 Series

KR-731 - 95.0 98.0 28.0 r, Al, Org
@ Anatase-Type

Ti02 Content % = Oil absorption 2/100g < | Surface treatment

CELLCOM - KRY 2 Series
CA-751 98.5 105.0 Not less than 220 -




